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AHB Maintenance Works Log
1/01/2018 - 31/12/2018

Date Location Activity  Area (m2) Garnet (kg) Paint (L) Overspray (%) Containment (%) Notes

29/12/2018 Coast Painting: MC-Ferrox 19 4 10 0 Span 5. PP12. Spray Application. Airless

28/12/2018 Coast Painting: MC-Ferrox 38 0 8 10 100 Blast shed spraying stubs contained

28/12/2018 Land Painting: MC-Miomastic 38 0 8 10 100 Blast shed spraying stubs contained

28/12/2018 Land Painting: MC-Zinc 26 0 6 10 100 Blast shed spraying stubs  inside

28/12/2018 Coast Dry abrasive blasting 30 600 0 0 0 Blasting inside blast shed

28/12/2018 Coast Dry abrasive blasting 24 475 0 0 0 Overarch blasting post

28/12/2018 Coast Painting: Termarust 2100 42 0 25 0 0 Overarch brush painting stubs

30/11/2018 Coast Painting: MC-Miomastic 40 0 9 0 0 Span 2 overarch.Brush and roller painting

30/11/2018 Coast Painting: MC-Zinc 26 0 6 0 0 Span 2 overarch. Brush and roller painting

30/11/2018 Coast Painting: MC-Miomastic 14 0 3 0 0 Span 5-3.  Brush and roller painting

30/11/2018 Coast Painting: MC-Ferrox 81 0 17 15 0 Span 5-3 post and diagonal spray painting

30/11/2018 Coast Dry abrasive blasting 8 150 0 0 0 Span 2 overarch blasting (no netting required)

31/10/2018 Coast Painting: MC-Ferrox 14 0 3 0 0 Pier 1 brush and roller

31/10/2018 Coast Dry abrasive blasting 8 150 0 0 0 Pier 1 no netting required

31/10/2018 Coast Dry abrasive blasting 16 325 0 0 0 Overarch blasting

31/10/2018 Coast Dry abrasive blasting 27 540 0 0 0 Span 5 diagonal no netting required

31/10/2018 Coast Dry abrasive blasting 4 75 0 0 0 Span 7 netting required and used

31/10/2018 Coast Painting: MC-Zinc 9 0 2 0 0 Span 2 brush and roller painting

31/10/2018 Coast Painting: MC-Zinc 20 0 4.5 0 0 Span 2 overarch brush and roller painting

31/10/2018 Coast Painting: MC-Zinc 39 0 9.5 0 0 Span 5. Brush and roller painting

31/10/2018 Coast Painting: MC-Zinc 13 0 3 0 0 Span 7. Brush and roller painting

31/10/2018 Coast Painting: MC-Miomastic 10 0 2 0 0 Pier 1 brush and roller painting

31/10/2018 Coast Painting: MC-Miomastic 33 0 7 0 0 Overarch. Brush and roller painting

31/10/2018 Coast Painting: MC-Miomastic 14 0 3 0 0 Span 7 brush and roller painting

31/10/2018 Coast Painting: MC-Ferrox 14 0 3 0 0 Overarch brush and roller painting

31/10/2018 Coast Painting: MC-Ferrox 129 0 27 15 0 Span 5 spray painting no netting required

31/10/2018 Coast Painting: MC-Ferrox 14 0 3 0 0 Span 7 brush and roller painting
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Date Location Activity  Area (m2) Garnet (kg) Paint (L) Overspray (%) Containment (%) Notes

31/10/2018 Coast Painting: MC-Miomastic 38 0 8 0 0 Span 5 brush and roller painting

28/09/2018 Coast Painting: MC-Miomastic 38 0 8 0 0 Pier 3 brush and roller painitng

28/09/2018 Coast Painting: MC-Ferrox 29 0 6 0 0 Pier 4 Brush and roller painting

28/09/2018 Coast Painting: MC-Ferrox 52 0 11 0 0 Pier 3 Brush and roller painting

28/09/2018 Coast Painting: MC-Ferrox 19 0 4 0 0 Pier 2 brush and roller painting

28/09/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 2 No netting required

28/09/2018 Coast Painting: MC-Miomastic 24 0 5 0 0 Pier 6 brush and roller painting

28/09/2018 Coast Painting: MC-Zinc 22 0 5 0 0 Pier 3 brush and roller Painting

28/09/2018 Coast Painting: MC-Zinc 17 0 4 0 0 Pier 4 brush and roller painting

28/09/2018 Coast Painting: MC-Zinc 13 0 3 0 0 Pier 5 brush and roller Painting

28/09/2018 Coast Painting: MC-Miomastic 19 0 4 0 0 Pier 2 brush and roller painitng

28/09/2018 Coast Painting: MC-Miomastic 24 0 5 0 0 Pier 4 Brush and roller painting

28/09/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 6 base plate

28/09/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 5 base plate

28/09/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 4 base plate

28/09/2018 Coast Painting: MC-Miomastic 19 0 4 0 0 Span 7 central above walkway

28/09/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 3 base plate

28/09/2018 Coast Painting: MC-Zinc 17 0 4 0 0 Pier 2 Brush and roller Painting

28/09/2018 Coast Painting: MC-Ferrox 29 0 6 0 0 Pier 5 Brush and roller paintng

28/09/2018 Coast Painting: MC-Zinc 9 0 2 0 0 Pier 6 brush and roller painting

28/09/2018 Coast Wet abrasive blasting 19 0 0 0 0 Pier 2 Base plate 1 hr

28/09/2018 Coast Waterblasting (>1000psi) 52 0 0 0 0 Pier 3 Base pate 2 hrs

28/09/2018 Coast Waterblasting (>1000psi) 29 0 0 0 0 Pier 4 base palte 1hr

28/09/2018 Coast Waterblasting (>1000psi) 29 0 0 0 0 Pier 5 Base palte 1hr

28/09/2018 Coast Waterblasting (>1000psi) 19 0 0 0 0 Pier 6 base plate 1hr

28/09/2018 Coast Painting: MC-Miomastic 29 0 6 0 0 Pier 5 brush and roller painitng

28/09/2018 Coast Painting: MC-Ferrox 19 0 4 0 0 Pier 6 Brush and roller painting

31/08/2018 Coast Painting: MC-Zinc 9 0 2 0 0 Pier 5 painting by brush and roller

31/08/2018 Land Painting: MC-Zinc 13 0 3 0 100 Span 1-0 Full containment

31/08/2018 Land Painting: MC-Miomastic 45 0 9.5 0 100 Span1-0 full cointainment Brush painting
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Date Location Activity  Area (m2) Garnet (kg) Paint (L) Overspray (%) Containment (%) Notes

31/08/2018 Land Painting: MC-Ferrox 62 0 13 0 100 Span 1-0 Full cointainment Brush painted

31/08/2018 Coast Painting: MC-Miomastic 29 0 6 0 Pier 5 painting by brush and roller

31/08/2018 Coast Painting: MC-Miomastic 24 0 5 0 0 Pier 4 painting by brush and roller

31/08/2018 Coast Painting: MC-Miomastic 19 0 4 0 0 Pier 2 painting by brush and roller

31/08/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 3 collected

31/08/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 1 blasting and painting

31/08/2018 Coast Painting: MC-Zinc 17 0 4 0 0 Pier 3 painted by brush and roller

31/08/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 2 blasting and painting

31/08/2018 Coast Painting: MC-Zinc 22 0 5 0 0 Pier 2 painted by brush and roller

31/08/2018 Coast Painting: MC-Zinc 17 0 4 0 0 Pier 1 painted by brush and roller

31/08/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 5 blasted and collected

31/08/2018 Coast Dry abrasive blasting 5 100 0 0 0 Pier 4 blasted and collected

31/08/2018 Coast Painting: MC-Zinc 13 0 3 0 0 Pier 4 painted by brush and roller

31/08/2018 Coast Painting: MC-Miomastic 38 0 8 15 0 Pier 3 painting by spray pot

27/07/2018 Coast Painting: MC-Ferrox 105 0 22 10 0 Span 3-0 air spray

27/07/2018 Coast Painting: MC-Miomastic 62 0 13 10 10 Span 3-0 air spray

29/06/2018 Coast Painting: MC-Ferrox 62 0 13 0 0 Span 5-6 brush and roller

29/06/2018 Coast Painting: MC-Miomastic 88 0 18.5 0 0 Span 5 brush and roller

29/06/2018 Coast Painting: MC-Zinc 61 0 14 0 0 Span 5 brush and roller

29/06/2018 Coast Dry abrasive blasting 27 540 0 0 0 Span 5 no netting required

25/05/2018 Coast Dry abrasive blasting 16 315 0 0 0 Span 3 PP 8-9

25/05/2018 Coast Dry abrasive blasting 2 45 0 0 0 Span 5 PP 8-9

25/05/2018 Coast Painting: MC-Zinc 30 0 7 0 0 Span 5 pp 8-9 brush and roller application

25/05/2018 Coast Painting: MC-Ferrox 29 0 6 15 0 Span 5 pp 8-9 spray application

25/05/2018 Coast Painting: MC-Miomastic 29 0 6 0 0 Span 5 pp 8-9 brush and roller application

25/05/2018 Coast Painting: MC-Zinc 4 0 1 0 0 Span 3-0 brush and roller application

27/04/2018 Coast Painting: MC-Ferrox 76 0 16 10 0 Road deck Spraying and roller and brush. (Screens used)

27/04/2018 Coast Painting: MC-Miomastic 57 0 12 0 0 Road Deck Brush and roller

27/04/2018 Coast Painting: MC-Zinc 9 0 2 0 0 Span 3 pp 0 Brush and roller

27/04/2018 Coast Painting: MC-Zinc 17 0 4 0 0 Road Deck by EWP Brush and Roller
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Date Location Activity  Area (m2) Garnet (kg) Paint (L) Overspray (%) Containment (%) Notes

27/04/2018 Coast Dry abrasive blasting 20 405 0 0 0 Span 3 pp 0

27/04/2018 Coast Dry abrasive blasting 43 850 0 0 0 Span 2 Road deck

31/03/2018 Coast Painting: MC-Miomastic 57 0 12 0 0 Pier 2 Brush and Roller

31/03/2018 Coast Dry abrasive blasting 25 495 0 0 0 Pier 2 netting not required

31/03/2018 Coast Dry abrasive blasting 11 225 0 0 0 Span 5 PP11

31/03/2018 Coast Painting: MC-Zinc 26 0 6 0 0 Span 5 PP11 Brush and roller

31/03/2018 Coast Painting: MC-Miomastic 38 0 9 0 0 Span 5 Brush and Roller

31/03/2018 Coast Painting: MC-Ferrox 76 0 16 0 0 Pier 2 Brush and roller

31/03/2018 Coast Painting: MC-Ferrox 38 0 8 0 0 Span 5 PP11 Brush and Roller

31/03/2018 Coast Painting: MC-Zinc 43 0 10 0 0 Pier 2 Hand painting by brush and roller

28/02/2018 Coast Painting: MC-Ferrox 19 4 Span 5/12 brush painting

28/02/2018 Coast Painting: MC-Ferrox 133 28 15 Span 1/12 spray painting netting in place

31/01/2018 Coast Painting: MC-Ferrox 43 9 Span 5/12 brush painting

31/01/2018 Coast Painting: MC-Miomastic 19 4 Span 5/12 brush painting

31/01/2018 Coast Painting: MC-Miomastic 10 2 Span 1 /12 brush painting

31/01/2018 Coast Painting: MC-Zinc 9 2 Span 5/12 brush painting

31/01/2018 Coast Dry abrasive blasting 7 135 Span 5/12

31/01/2018 Coast Dry abrasive blasting 4 75 Span 1/13 no netting required
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